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Polished Concrete can offer a creative 
finish for any premises.  

Careful design of the concrete can 
produce a variety of surfaces.   

We can help you get the process right. 

Mimic natural stone such as sandstone. 

Larger Stones can be incorporated and 
the surface ground to expose the 
aggregate to resemble a stony beach, 
and much more. 

Our team created the finish to the 
concrete in gardens that won a Gold 
medal at the Chelsea Flower Show in 
2005 & 2006 and we have been 
diamond polishing concrete for a 
number of years .  We have  also 
successfully diamond polished concrete 
floors for eco-friendly houses. 

       

 

We can help you create polished concrete for your client 

0800 458 2713 
www.floor-refinishing.co.uk 
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Concrete incorporating under-floor heating can 
make an eco-friendly surface and the effect of 
polished concrete is quite stunning.  
 It is essential however that all trades involved 
in the process  work closely to the design and 
produce the concrete to a high standard.   
For instance it is not possible to achieve a high 
quality polished finish to an air filled, open  
 textured, rough and  uneven slab.  
We do not lay concrete, but we can help your  
project in many different ways , giving you the 
benefit of our considerable experience. 

Power floated concrete 
Before                             After  



Top Sheen—Natural Finish on a 75mm Slab 
over under floor heating in the Grantham Area 

You can have specific colours for concrete,  but for environmental purposes it is  
obviously better to source locally.  Made up of Natural materials the colour of  
concrete  will vary in different areas of the UK. Your local concrete supplier can 
make you up a sample cube that we can polish, and this will therefore show you 
the local colour and aggregate available. 



Top Sheen— 
Natural Finish  
on a 75 mm Slab 
over under floor 
heating in the  
Royston Area. This 
shows Artisan  
marking that can  
occur when the  
process is completed 

in small areas. 

Polished - 
White Cement Screed 
on a 100 mm Slab over 
under floor heating in the 
Wimbledon Area.  



TOP SHEEN - Natural Exposed Aggregate  
 
Again this allows to diamond grind the top 3-
4mm layer off the power floated concrete. Ex-
posing the aggregate beneath. In both these 
examples we have just used a garden concrete 
slab, to show the random aggregate look. 
 
If you want the look of a random pebbled 
beach but with a cleanable surface then this is  
an option 
Some existing concrete floors can be 
treated this way. 

The above are just ideas for you to discuss with your builder/ constructor.  The options are numerous,  but  

quality control is a very important factor if you wish to for a good quality polished concrete floor. The added  cost of 
any special aggregates and power floating must be taken into account when considering what you wish to achieve. 

www..floor-refinishing.co.uk    

    0800 458 2713 

White Cement & Sand Screed 
This  hand mixed floor is produced  by  
using white cement and washed sand, and 
can be polished to provide a light coloured 
and interesting floor. 

TOP SHEEN—Natural 
This is basic concrete which has been power 
floated, and the surface is just lightly diamond 
ground and polished to produce a Natural finish.  
 
These samples were produced by diamond  
polishing an ordinary concrete garden slab— 
to show how effective the Natural finish can be 
on basic power floated concrete.  
 
Some existing concrete floors can be 
treated this way.  
 
Some surfaces can be made to look like 
salt & pepper. 




